
Auto Refinish ‐ North America VOC Categories and Limits

g/L Lb/gal g/L Lb/gal g/L Lb/gal g/L Lb/gal g/L Lb/gal
Pretreatment wash primer/coating 780 6.5 660 5.5 660 5.5 660 5.5 660 5.5
Primer surfacers 580 4.8 250 2.1
Primer sealers 550 4.6 340 2.8
Clear Coating 250 2.1 250 2.1 250 2.1 250 2.1
Color Coating 420 3.5 420 3.5 420 3.5 420 3.5
Single-stage coating/topcoat 340 2.8 340 2.8 420 3.5 340 2.8
Two-stage coating/topcoat
Topcoats of more than two stages 630 5.2
Multi-colored topcoats 680 5.7 680 5.7 680 5.7 680 5.7 680 5.7
Adhesion Promoter 540 4.5 540 4.5 840 7.0 540 4.5
Temporary Protective Coating 60 0.5 60 0.5 60 0.5 60 0.5

Truck Bed Liner Coating
310

200SM
2.6

1.7SM
310

200DE, MD
2.6

1.7DE, MD 310 2.6 310 2.6

Underbody Coating 430 3.6 430 3.6 430 3.6 430 3.6
Uniform Finish Coating 540 4.5 540 4.5 540 4.5 540 4.5
Any other coating type 250 2.1 250 2.1 250 2.1 250 2.1
Surface Cleaners (Actual VOC Content) 25 0.2 25 0.2 50 0.4 50 0.4

Comments/Notes:
Last updated: August 2014 Delaware (DE) Effective: 2/1/2013

Bay Area Maryland (MD) Compliance date: 7/1/2014
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